Materials of Li-Po Safe Baq

1) Content

Polyvinylchloride, PVC
Polyester

Non-woven fabric
Glass Fibre Cloth

o0 ®>

Fibreglass Chemical Composition ( Weight% )

(Si02 ) 52-56 %
(AI203 ) 12-16 %
(CaO ) 16-25 %
(MgO ) 0-6 %
(8203 ) 8-13 %
(Na20. K20) 0-08 %
(Ti02 ) 0-04 %
(Fe203 ) 0.05-0.4 %

2) Thermal Conductivity Range

Temp. (°C) ( kcal/mhr°C))



25°

100°
200°
300°
400°
500°
600°
700°

0.030
0.037
0.048
0.058
0.076
0.094
0.112
0.16
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